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TR SR Y R TR &2 F23R (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :
E AP (Sample Submitted By) o £E g FEwig L@ (HEAVY POWER CO., LTD.)
& & 4 (Sample Description) . CLOSED-END WIRE CONNECTORS ~ SCREW-ON WIRE CONNECTORS -
PUSH-IN WIRE CONNECTORS ~ TERMINAL BLOCKS ~ BUSHINGS -~
IN LINE CORD SWITCHES

# &3 5.(Style/Item No. ) : CEA7]~NE A ~Pes| ~PCa7| ~PAa7| ~ &4 57~ BB 47|

Jz 12 p #7 (Sample Receiving Date) . 2015/11/26

R:E P (Testing Period) ¢ 2015/11/26 TO 2015/12/03

B> E (Test Method) i SBSGSP #% = ;2 RSTS-EE-SVHC-007. & An K47/ F# &k ~ RAp KT FH REF A

17 = (SGS In-House method-RSTS-EE-SVHC-007. Analyzed by GC/MS, LC/MS.)

BEE 2% (Test Results) : 27T - F (Please refer to next pages).

Chemical Laboratory — Taipei
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Pl 5 (Test Sample):
B3E3% = (PART NAME) No.1 : BiB|#7F BF
#3308 = (PART NAME) No.2 : RiB|#7F BF

¢ £/ (MIXED ALL COLORED METAL)
¢ %% (MIXED ALL COLORED PLASTIC)

BliE2 % (Test Results) (¥ #+Unit: %)

FFEH i B (Concentration)
(Substance Name) RL

No. 1 No. 2
1,3-7 =& ¢ fia / 1, 3-propanesultone (CAS No.: 1120-71-4) 0.05 n.d. n.d.
2,4-= —Hx 7 A -6-(5-% -2H-F & = e -2- ) F 5 (% oH ST ®327) / 2, 4-di- 0.05 n. d. n. d.
tert-butyl-6-(5-chlorobenzotriazol-2-y1)phenol (UV-327) (CAS No.: 3864-
99-1)
2-(3-# -7 A -5-dx 7 A-2-# FHA)F H = ek (K b3 qTH UV-350) / 2-(2H- 0.05 n. d. n. d.
benzotriazol-2-y1)-4-(tert-butyl)-6-(sec-butyl)phenol (UV-350) (CAS
No. : 36437-37-3 )
AFZ "B ke fig / Dicyclohexyl phthalate (DCHP) (CAS No.: 84-61-7) 0.05 n.d. n.d.
1,6-2 - p&= 3 i pkfis / Hexamethylene diacrylate (hexane-1, 6-diol 0.05 n.d. n.d.
diacrylate) (CAS No.: 13048-33-4)
A F / Nitrobenzene (CAS No.: 98-95-3) 0.05 n.d. n.d.
>4 I p& / Perfluorononan-1-oic acid 0.05 n. d. n. d.
(2,2,3,3,4,4,5,5,6,6,7,7,8,8,9,9, 9-heptadecaf luorononanoic acid and its
sodium and ammonium salts (CAS No.: 375-95-1; 21049-39-8; 4149-60-4)

# 3z (Note) :
1. mg/kg = ppm; 0. 1wt% = 1000ppm
RL = Reporting Limit / #F £ &'IiE
n.d. = not detected = below Reporting Limit / ## !
%~ %5 /Classification : Please refer to http://twap. sgs. com/sgsrsts/chn/download-REACH_tw. asp
Tfpe FARRREPFE LY R AAHY H- w7 £ o/ The mixed test was implemented according to the
applicant’ s request. The obtained test result doesn’ t stand for the test result of the respective sample.
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L4755+ 42 8 / Analytical flow chart

CRIEAR HRER
Name of the person who made measurement: Roy Lin
< RIREE F A %kFc® / Name of the person in charge of measurement: Troy Chang

P4 / Sampling

\4

50 0A A 3BT BJ2 / Sample pretreated by solvent extraction

l

YLF AP KT/ RE R AR A 4T ¥ k& (74 47 o / Analyzed by GC/MS, LC/MS

l

#dy / Data
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X BV Aoy REHRT AT ERERAIRE/I0E, X
(The tested sample / part is marked by an arrow if it’s shown on the photo.)

CR12015/BOO47 NO.1

SRR

% 4g 2 2 & (End of Report) *%
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